
POLYPROPYLENE E coli 1.1E+04 2.6E+03

29.B4000.102 WHITE (BATCH 4380408) E coli 1.1E+04 < 11.11 ≥ 99.90%≥ 3.00
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METHOD: Determination of Antibacterial Activity using Test Based on JIS Z 2801: 2000
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The above data shows the difference in the population following contact with the surface of the samples listed for 24 hours at 
35°C under a RH of > 95% relative to the initial population.
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Key: NS = Poor survival on control supplied.


