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Jonite Pte Ltd 
5 Upper Aljunied Link 
#01-01 Quartz Industrial Building 
Singapore 367903 

The following sample was submitted and identified by the client as: 

Sample Name : (1) “Jonite” Crush Aggregates 

Sample Receiving Date : 03 July 2018 
Date of Test/s Performed : 03 July 2018 

Test Results : Please refer to next page(s) 

Signed for and on behalf of 
SGS Testing & Control Services Singapore Pte Ltd 

________________________________ 
Y C Tham (Ms) 
Laboratory Manager 
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Test Results: 

Test Unit 

Method
[USEPA Method 
1311- Toxicity 
Characteristic 

Leaching 
Procedure (TCLP)]

Results 
(1) 

USEPA 
Recommended 

Acceptance Criteria 
for Suitability of 

Industrial Wastes for 
Landfill Disposal  

(mg/L)

Arsenic (As) mg/L ICP <0.05 5 

Barium (Ba) mg/L ICP <0.01 100 

Cadmium (Cd) mg/L ICP <0.01 1 

Chromium (Cr) mg/L ICP <0.05 5 

Copper (Cu) mg/L ICP <0.01 100 

Cyanide (Total) mg/L APHA 4500 CN E <0.02 10 

Fluoride (F) mg/L APHA 4110B <0.1 150 

Iron (Fe) mg/L ICP 0.08 100 

Lead (Pb) mg/L ICP <0.05 5 

Manganese (Mn) mg/L ICP <0.05 50 

Mercury (Hg) mg/L ICP <0.1 0.2 

Nickel (Ni) mg/L ICP <0.01 5 

Phenolic Compounds (as phenol) mg/L HACH <0.01 0.2 

Selenium (Se) mg/L ICP <0.05 1 

Silver (Ag) mg/L ICP <0.01 5 

Zinc (Zn) mg/L ICP 0.03 100 

********End of report******** 


